
(January 5, 2004) 1 
Preparation of surface will be measured by the square yard of surface sealed. 2 
 3 
Coal tar pitch emulsion will be measured by the gallon of undiluted emulsion used. 4 
 5 
Aggregate for seal coat will be measured by the ton of aggregate used. 6 


